


  

01. Mechanical Testing

01.001 Metals and Related Products

　

End.

Test method Materials/
Products

Standard
designation Test range Site Field

testing

ASTM E18-22
Metal and

related
products

Standard Test Methods
for Rockwell Hardness
of Metallic Materials

(25.6 ~ 64.3) HRC
(38.5 ~ 91.6) HRB BS N

ASTM E8/8M-22
Metal and

related
products

Standard Test Method
for Tension Testing of
Metallic Materials

Yield Strength
: Max 250 kN
Tensile Strength
: Max 250 kN
Elongation
: Max 100 %
Reduction of Area
: (0 ~ 50) %
Capacity
: Max 250 kN

BS N

ASTM E92-17
Metal and

related
products

Standard Test Method
for Vickers Hardness and
Knoop Hardness of
Metallic Materials

(222 ~ 721) HV 10 BS N

KS B 0802:2003
Metal and

related
products

Method of Tensile Test
for Metallic Materials BS N
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No. KT278

Yield Strength
: Max 250 kN
Tensile Strength
: Max 250 kN
Elongation
: Max 100 %
Reduction of Area
: (0 ~ 50) %
Capacity
: Max 250 kN




